
CERTIFICATION

April 27, 2026

Product: D-106

Batch No.: 612-DS06

Form: d ande

It is hereby certified that this material has been manufactured in accordance with, and

conforms to, AMS 2644J. Results of the required quality conformance tests, as stipulated
by paragraph 4.3.2, are listed below.

Test

Method

Paragraph Test Description Results

3.3.10.2 Developer fluorescence Conforms

3.3.10.4 Developer removability Conforms

3.3.10.5 Redispersibility (Forms c and d only) Conforms

Chloride content i.a.w. ASTM E165, Annex 4 <0.0010% BW

Sulfur content i.a.w. ASTM E165, Annex 4 <0.0006% BW

Fluoride content i.a.w. ASTM E165, Annex 4 <0.0002% BW

It is further certified that this material is listed or approved for listing on QPL-AMS-2644.

The material was analyzed in accordance with and meets the detection limits for fluoride,

chloride, and sulfur per ASME Boiler and Pressure Vessel Code, Section V, Article 6,

paragraph T-641, 1998 - 2025 Editions and addenda. It also meets the requirements of

ASTM E1417.
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